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1)
Explain the effects of maximum and minimum limits of CaO content on the Klinker.
2)
What is the indication of the silica ratio criteria.

3)
Explain the characteristics of C2S compound of cement.

4)
What is the limits on Alkalis.

5)
What is the effect of C3S/C2S ratio on cement properties.

6)
Explain the beneficial and damaging effects of Ca(OH)2 on concrete.

