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Question:
(1)
Explain the classification scale for scaling, cracking and spalling.

(2)
The preliminary inspection report should summarize the main objective of the inspection. What are these objectives?

(3)
The repair options can be:

· No repair

· Cosmetic repair

· Structural repair

· Replacement

a) Explain how no repair option can be decided.

b) What is the difference between Cosmetic repair and Structural repair.

c) When a replacement decision can be recommended. 
(4)
Draw the flow chart for the inspection procedure.

