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Question:
(1)
Explain how is Half-Cell potential reading interpreted and what are the supplement tests needed to formulate solid conclusion about the corrosion condition. 
(2)
What are the reasons for using the ultrasonic testing. 
(3)
Rebound hammer measures the hardness of the concrete surface. Explain the results indication. 
(4)
Explain the criteria for selection of repair materials. 
(5)
Explain the compatibility aspect of the repair material.

(6)
What are the advantages and disadvantages of cementitious repair materials?

