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1)
Admixtures are used to improve concrete properties or overcome some difficulties.  Explain the different classification of the admixtures. 
2)
The effectiveness of an admixture depends on many factors, explain.
3)
What are the main broad causes of concrete deterioration?
4)
What are the main characteristics of the Gulf environment?
5)
Explain, in detail, the effect of hot weather temperature on concrete deterioration.
6)
What are the components of hot weather conditions?
7)
How to overcome the difficulties created by concreting on hot weather.

