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1)
Deterioration of concrete is classified into categories: physical and chemical.  Explain the detail of each.
2)
Corrosion in concrete is electrochemical process. Explain the reaction at the anode and cathode sides.
3)
Explain, in detail, the conditions for formation of anodic and cathodic sites on the steel on concrete.
4)
Explain the carbonation of concrete and the model of prediction (equation of depth).
5)
What are the factors affecting rate of carbonation? 
6)
Explain, in detail, the effect of cement type and mineral admixtures on rate of carbonation.
